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13:30 ~ 18:00
13:30 ~ 15:30
BEL | R #e AL 384 &

El-01 | 13:30~13:40 | Core-Shell Polymer Nanospheres: Wetting in the Nanopores of
Anodic Aluminum Oxide Templates Using Polymer Blend L
Solutions

El-02 | 13:40~13:50 . ] _ B s
Nanoporous Gyroid-Structured Metal Oxides with Controlled

(Wei-Chun

Thickness and Composition by Atomic Layer Deposition from Ma)
Block Copolymer Templates

EI-03 | 13:50~14:00 Nanoporous Gyroid-structured Epoxy with Controlled Pore [xi
Size from Block Copolymer Templates

EI-04 | 14:00~14:10 | Ao /Bie®iz &2 & § A% &R KB RIEFT 2 RIR 3%
P

EI-05 | 14:10~14:20 | Morphologies of Three-Dimensional Polymer Nanostructures -
by Solvent-Annealing-Assisted Wetting Using Cylinder and
Lamellar-Forming Block Copolymers

EI-06 | 14:20~14:30 | Single Gyroid Nanostructure from Templated Electroless oih
Plating Using Double Gyroid-Forming Block Copolymer 1
Template

El-07 | 14:30~14:40 | Rheological characterizations of time-dependent structure and R
phase evolutions in polymer-aided silver pastes

EI-08 | 14::40~14:50 | Highly Transparent and Flexible 4-Aminocinnamic Acid
Biobased Polyimides/ TiO2 and ZrO2 Hybrids Optical Films T FIE
with  Tunable Refractive Index, Abbe Number and Memory
Properties

EI-09 | 14:50~15:00 | Mz #3328y 3 A2+ WdF ez b XFt i £ iz ¢
EIUELH 5 2 2k

EI-10 | 15:00~15:10 | fi* %tk motR F o G AL - F R IR E 4 DA 231y

El-11 | 15:10~15:20 | Drastic Deformation of Dendrimer Induced by Surfactant S
Encapsulation

El-12 | 15:20~15:30 | &5 & - REeA PRI L ERF A F 2 Ha4p3 T8k 2 ke
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Break 15:30 ~ 15:50

15:50 ~ 18:00

El-13 | 15:50~16:00 _ 5l #F 2
Self-Assembly of Linear ABCBA Pentablock Terpolymers

El-14 | 16:00~16:10 | Poly(butylene adipate) Crystallization and Lamellar Assembly FRle o7
in Thin films vs. Bulk Interiors

El-15 | 16:10~16:20 | Spherulitic Morphology of Poly(3-hydroxybutyric P
acid-co-3-hydroxyvaleric acid) Crystallized with
Poly(trimethylene adipate)

El-16 | 16:20~16:30 | Novel Solution-Processable Functional Polyimide/ZrO2 BERrE
Hybrids with Tunable Digital Memory Property

El-17 | 16:30~16:40 _ _ ) ) 3 G e
Aggregation Properties of pBTTT in Organic Solvents

El-18 | 16:40~16:50 | Mechanical and open hole tensile properties of self-reinforced W I is
recycling PET composites

EI-19 | 16:50~17:00 | Synthesis of Ag3VO4/TiO2/CNT hybrids with enhanced pERE U
photocatalytic activity under visible light irradiation

El-20 | 17:00~17:10 | Light Scattering and Spectroscopic Investigations of the TSRS
Aggregation Properties of Conjugated Polymer/PMMA Blends

El-21 | 17:10~17:20 RaE 20
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